LIST OF NICKEL ORES DEPOSITS IN POLAND as of 31.XI1.2022
[thousand tonnes]

Ore
metallic nickel

Table 1

Total number of deposits: 5 17,212 6,532 10,680 - 21,322 - -
125 57 69 84
Dolnoslaskie Voivodeship 17,212 6,532 10,680 - 21,322 - -
number of deposits: 5 125 57 69 84
Grochow - - - - 13,881 - - zabkowicki
54
Szklary 1 4,371 - 4,371 - - - - zabkowicki
24 24
Szklary-Szklana Gora 6,173 2,621 3,552 - 3,033 - - zabkowicki
48 23 25 11
Szklary-Wzgérze Kozmickie 1,693 1,693 - - 1,086 - - zabkowicki
15 15 5
Szklary-Wzgorze Siodlowe 4,975 2,218 2,757 - 3,322 - - zabkowicki
38 18 20 14
Table 2

NICKEL COEXISTING IN COPPER ORES IN POLAND as of 31.XI1.2022
[thousand tonnes]

ESTIMATED RESOURCES in [kt]
of metallic nickel 129.07 17.35 0.83
number of deposits: 11
1 Bytom Odrzanski R 6.20 - glogowski
2 Glogow R - 17.35 - glogowski, polkowicki
3 Glogéw Gieboki Przemystowy E 13.72 0.15 glogowski, polkowicki
4 Lubin-Matomice E 15.88 0.31 lubinski, polkowicki
5 Mozow P 9.26 - zielonogorski
6 Nowa Sol P 15.00 - nowosolski, zielonogorski
7 Radwanice-Gaworzyce E 9.22 0.00 glogowski, polkowicki
8 Retkow R 7.98 - glogowski, lubinski, polkowicki
9 Retkow-Grodziszcze R 19.60 - glogowski, lubinski, polkowicki
10 | Rudna E 13.32 0.37 glogowski, lubinski, polkowicki
11 Sulmierzyce Potnoc P 18.89 - krotoszynski, ostrowski

Accepted abbreviations:

B - for solid minerals - mine in a building process, for fuels - prepared for the exploitation or a trial period of the exploitation
E - exploited
G - underground natural gas storage facilities
M - deposit crossed out of the annual report of mineral resources during an analyzed period

P - deposit covered by the preliminary exploration (in C,+D category, for fuels — in C category)

R - deposit covered by the detailed exploration (in A+B+C; category, for fuels — in A+B category)
Z - abandoned deposit

T - deposit exploited temporarily

K - change of the raw material in a deposit
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